
ISOTHERl*1AL SOLIDIFICATION I N  A BINARY ALLOY MELT 

P r i n c i p a l  I n v e s t i g a t o r  : V.Laxmanan, Department o f  Metal1 urgy & Ma te r ia l s  
Science, Case Western Reserve Un ive rs i t y ,  Cleveland, Ohio 44106. 
Concurrently, V i s i t i n g  S c i e n t i s t ,  NASA Lewis Research Center, Ma i l  Stop 
105-1, Cleveland, Ohio 44135. 

ABSTRACT 

A space s h u t t l e  experiment employing the  General Purpose (Rocket) 
Furnace (GPF) i n  i t s  isothermal mode o f  operat ion i s  manifested on MSL-3, 
c i r c a  1989. The c e n t r a l  aim o f  t h i s  experiment ( f i r s t  i n  a ser ies  o f  
proposed experiments) i s  t o  i n v e s t i g a t e  the  e f f e c t  o f  reduced g r a v i t y  
g r a v i t y  l e v e l s  on the  segregation behavior i n  a slowly, and iso thermal ly ,  
cooled sample ( c o o l i n g  r a t e  0.003 K/sec, thermal g rad ien ts  < 0.05 K/mn, 
t he  top  i s  s l i g h t l y  h o t t e r  than the  bottom) o f  a b ina ry  Pb-15 w t %  Sn 
a l l o y .  Th is  experiment would thus be able t o  s imulate,  i n  a small 
l abo ra to ry  sample, about 20 mm d i a  60 mm h igh  and weighing about 150 grams, 
some aspects o f  t h e  segregation phenomena occur r ing  i n  1 arge i n d u s t r i a l  
ingots .  Ground-based experiments conducted i n  t h e  s ing le -cav i t y  s imu la to r  
o f  t h e  GPF, l oca ted  a t  t he  Marshall  Space F l i g h t  Center (MSFC), i n  support 
o f  t he  m ic rog rav i t y  experiment are described i n  d e t a i l .  The r e s u l t s  o f  
t h e  MSFC experiments are compared w i t h  o ther  r e l a t e d  experiments conducted 
a t  Case Western Reserve U n i v e r s i t y  (CWRU) , wherein the  isothermal 
c o n s t r a i n t s  were re1 axed. 

The i so the rma l l y  processed samples i n d i c a t e  a small and gradual 
increase i n  f r a c t i o n  eu tec t i c  , and a corresponding increase i n  t i n  
content, from t h e  bottom t o  t h e  top  o f  t h e  ingot .  A t  a given he igh t  f r o m  
the  i n g o t  bottom, we a l so  observe a r a d i a l  v a r i a t i o n  o f  e u t e c t i c  f r a c t i o n ,  
o r  t i n  content .  The r a d i a l  v a r i a t i o n s  are minimal near t h e  i n g o t  bottom, 
b u t  t he re  are  l a r g e  r a d i a l  v a r i a t i o n s  i n  t h e  top  h a l f .  The m ic rog rav i t y  
experiment would most 1 i k e l y  i n d i c a t e  a smal ler  v a r i a t i o n  i n  f r a c t i o n  
e u t e c t i c  from t h e  bottom t o  t h e  top. Also ,  t he  l a r g e  r a d i a l  v a r i a t i o n s  
near t h e  top  would be much l e s s  pronounced, if n o t  t o t a l l y  absent. I n  t h e  
CWRU experiments, we have been ab le  t o  s imulate more severe segregation, 
i n c l u d i n g  segregation de fec ts  known as f reck les .  Fol low up experiments 
employing t h e  GPF w i thou t  t he  isothermal cons t ra in t s ,  o r  o the r  s u i t a b l y  
mod i f ied  space s h u t t l e  hardware are  suggested. 

Prepared i n  con junc t ion  w i t h  the  oresentat ions t o  t h e  Schr ie f fe r  Committee 
Review of Space-Shutt le experiments a t  t h e  Lewis Research Center, March 9, 
1987. 
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Introduction 

When a molten alloy is allowed to freeze a number of important 
physical factors come into play which together contribute to the formation 
of a solid phase of non-uniform composition. 
solid and liquid phases are different, i.e., the fractional density change 

First, the density of the 

B = (P, - P,) / ' 0, S 

resulting either in liquid flow towards the freezing regions to feed 
shrinkage ( B  > 0) or flow away from the solid-liquid interface if B < 0. 
Here the density of the liquid. 
Secon? the latent of fusion 1 iberated kuring sol idification must be 
transported away from the sol id-1 iquid interface, resulting in temperature 
gradients in the liquid and solid phases. Third, the various alloying 
elements redistribute themselves differently between the 1 iquid and sol id 
phases, i.e., the partition ration k > 1 or k < 1. The remanent liquid is 
thus either enriched (k < 1) or depleted (k > 1) in alloying elements, 
resulting in a continuously changing liquid composition and hence a 
continuously changing solid composition. There is little that can be done 
to alter these three factors, which are dictated solely by fundamental 
physical and chemical 1 aws governing the atomic or mol ecul ar arrangements 
in the solid and liquid states. The final solid formed is thus 
necessarily inhomogeneous in composition. 

resulting from the fact that k 
the compl icating effects o f  gravity-driven fluid flow. Temperature and 
concentration gradients within the liquid phase give rise to density 
gradients, which in turn leads to fluid motion within both the fully 
liquid and partially frozen regions of a freezing ingot. Also, in a 
gravity field, density differences between the solid and liquid phases can 
result in settl ing or floating of detached sol id particles or dendrites, 
and hence segregation, due to this effect. Thus, gravity-driven fluid 
flow effects can 1 ead to (1 arge) compositional changes , occurring over 
distances of the order of the dimensions of the ingot. We refer to this 
as macro-segregation. In the absence of any significant gravitational 
fluid flow effects, compositional changes would be confined to distances 
on the order of the local primary or secondary dendrite arm spacings in a 
freezing ingot. A more quantita- 
tive definition of macro- and microsegregation is given later. 

It is now generally accepted [l-53 that gravity-driven fluid flow is 
the underlying cause for the severe segregation pattern often observed in 
many industrial solidification processes ("freckles" in superalloys, U, Nb 
base alloys and other specialty alloys, " A "  and " V "  segregates i n  steels, 
etc). Non-uniformity of composition reflects itself in an undesirable 
variation in mechanical , chemical , electrical , magnetic or other physical 
properties of the alloy and thus leads to an inferior performance during 
service. A great deal of experimental and theoretical effort has been 
expended over the years to understand the basic mechanisms responsible for 
the observed segregation behavior, and a number of control strategies have 
been proposed to minimize segregation defects. 
that remains to be learned from a fundamental standpoint. 

is the density of the solid andP 

In terrestrial sol idification processes, the inevitable segregation 
1, and/or B # 0, is further aggravated by 

We refer to this as micro-segregation. 

There is, however, much 
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The basic mechanisms leading to severe segregation defects such as 
"frecklesn*, Figure 1, 
to the mechanisms believed to be responsible for other natural processes 
such as atmospheric currents, and, thermo-ha1 ine or thermo-sol uta1 
convection responsible for ocean currents. 
salinity gradients, thermosolutal convective effects can lead to the 
formation of "salt fingers" in oceans; the oceanographers analog of 
"freckles." [6] Thus , a fundamental understanding of segregation phenomena 
during alloy sol idification has wider appl ications. 

during alloy solidification are a1 so quite similar 

In the presence of severe 

Experimental Approach: Justification for Microgravity 

The principal objective of the experiments to be described here is to 
investigate the effect of reduced gravity 1 eve1 s on macro- and microsegre- 
gation in a slowly cooled sample of a model binary Pb-15 wt% Sn alloy. 
The reduced gravity experiment will be performed aboard the space shuttle. 
One currently approved microgravity experiment is manifested for fl ight on 
the MSL-3, circa 1989, and will employ the General Purpose (Rocket) 
Furnace (GPF) in its isothermal** mode of operation. A series of three 
other space shuttle experiments, a1 so employing the GPF, has a1 so been 
proposed [7]. 
without the isothermal constraints imposed in the first experiment. 
Experiments of this type may, however, be satisfactorily performed in 
other experimental apparati, such as the ADSF or AADSF** with stationary 
sample of suitable aspect ratio, or even the IDGA.** 

A number o f  ground-based (1-g) experiments have been carried out in 
the interim as a precursor t o  the microgravity experiments. 
purpose of this paper is to describe some of the important ground-based 
results obtained to date. The 1-9 experiments may be divided into two 
categories. 
F1 ight Center (hereafter MSFC tests). These tests empl oyed the sing1 e 
cavity simulator of the GPF. 

i) Ensuring complete reproducibility, in earth-based studies, of the 
thermal conditions to be employed in the microgravity experiment. 
Thus, these tests were mainly concerned with achieving nearly 
isothermal conditions, to reflect the constraints imposed for the 
first space shuttle experiment. 
successfully in many tests (12 to date), Table 1. 
rate in the MSFC test was 0.003 K/sec. Axial thermal gradients in 
the samples were often less than 0.05 K/m. 
programed to achieve identical thermal conditions in the space 
shuttle experiment. 

These are aimed at investigating segregation behavior 

The main 

The first set involves tests conducted at the Marshall Space 

The MSFC tests were all aimed at: 

This has been accomplished 
A typical cooling 

The GPF will be 

ii) A detailed characterization of the thermal conditions within the 
sol idifying sample using the maximum of six thermocouples which could 

* A "freckle" is a long column or extended region of solute enriched or 
solute depleted material. The term solute is used here to denote the 
minor species in a binary or mu1 ti-component alloy. 

** This constraint was imposed by MSFC back in April 1984 when this 
experiment was first proposed. 
originally scheduled to fly on the D-1 mission, then planned for 
October/November 1985. IDGA: Isothermal Dendrite Growth Apparatus. 
AADSF: Advanced Automatic Directional Sol idification Furnace. 

The "isothermal 'I experiment was 
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HEAT 
NUMBER 

LIQUIDUS 
ISOTHERM 
VELOCITY 

R t ,  cmlmin 

2.0830 
0.0718 
0.0397 
0.0246 
0.0124 
0.0338 
0.0842 
0.0354 
0.0551 

CHEMICAL COMPOSITION FRECKLES 

NO 
NO 
NO 
YES 
YES 

? 
NO 
NO 
NO 

PbSb I Sn* 

~~~~ 

0.051 

85.1 

84.7 
8 4 8  
86.0 

15.0 
15.7 
15.6 

m. 1 

85. o 

164.5 MULTIPLE HEATS 

14.9 
14.9 
15.3 
15.2 
14.0 
15.0 
85.0 
8 4 3  
84.4 

0.011 

0.092 

0.078 

0.070 

SOLIDIFICATION 
TIME, min 

169.2 

269.0 

259.5 

164.0 

PRELIMINARY 

CARTRIDGE 

DES I GN 

65 
150 
230 
350 
520 
3m 
59 

135 
170 

0.025 

0,028 

0,097 

COOLING RATE 
clmin 

164.5 FINAL PLUNGER 

281 .O DES I GN 

285.0 TWO HEATS 

3.23 
1.21 
0.98 
0.55 
0.425 
0.713 
2.32 
0.89 
0.69 

[EMPERATURE 
GRADIENT G, 

clcm 

1.54 
16.85 
24.70 
22.32 
34.25 
21.10 
27.56 
19.49 
16.14 

CD-86-M012 

Table 1 : Summary of important solidification parameters in the samples 
processed at CWRU. 

I K/SEC 
I 

LERCOO~ 1 0.0030 

1 LERCO~O I 0.0036 

GRAD I ENT 

TEMPERATURE GRADIENT I N  SAMPLE WAS REQUIRED TO BE LESS THAN 0.1 
K/MM. TEMPERATURE GRADIENT DECREASES AS MORE AND MORE SOLID 
FORMS, CD-87-24853 

Table 2 : Summary of processing conditions in the single-cavity simulator 
o f  the GPF located at MSFC. 
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be accommodated with the single-cavity GPF simulator. 
thermocouples are permitted in the microgravi ty experiment. 

Only two 

i i i )  Tracking the evolution of segregation in the sample under 1-g 
conditions by interrupting the solidification and rapidly quenching 
the partially frozen alloy, thus preserving the high temperature 
structure. 
within the 1 iquid-sol id range prior to complete sol idification of the 
a1 1 oy. 

The samples were quenched from various temperatures 

The MSFC tests thus represent the most critical and extensive 1-g 
data base for the microgravity experiment. 

The second set of experiments, sumnarized in Table 2, are the 1-g 
tests conducted at Case Western Reserve University (hereafter CWRU tests) , 
in an apparatus which was built to mimic the essential thermal character- 
istics of the GPF. These tests were conducted over a much wider range of 
thermal gradients and cool ing rates. Cool ing rates were varied between 
30 K/sec and 210 K/sec whereas thermal gradients varied between 0.15 K/mm 
to 3.5 K/mm. These thermal conditions are well within the capabilities of 
the GPF, and represent experimental conditions that could be employed in 
potential future space shuttl e experiments , or 1 ooking even further, in 
materials processing experiments in the space station. 

Thus, in these ground-based experiments, we have been able t o  
simulate some aspects of the segregation phenomena occurring in large 
industrial ingots in a relatively small laboratory sample - about 20 mm 
dia., 60 mm high, and weighing about 150 gram - under carefully controlled 
conditions. The MSFC tests simulate the solidification behavior in the 
interior of large, statically cast, industrial ingots wherein sol idifica- 
tion occurs over long periods of time, often 2 to 3 days, with negligibly 
small thermal gradients and cool ing rates. Typical sol idification time in 
the MSFC test was about 640 minutes, i.e., the alloy was partially solid 
for nearly 11 hours. An important outcome of the first microgravity 
experiment would be a clear demonstration of the relative importance of 
fluid flow due to shrinkage and gravitational effects. 
are predominant, or at least as important as gravitational effects, a 
potentially useful strategy for control1 ing macrosegregation on earth 
would be to manipulate the alloy composition to achieve negligibly small 
density differences between the liquid and solid phases ( 8  + 0). 

If shrinkage flows 

The CWRU tests, on the other hand, simulate the thermal conditions 
attained in a number of other industrial solidification processes - 
continuous casting, ESR or VAR ingots, for example. 
have been ab1 e to produce more severe segregation , incl uding "freckl esll, 
illustrated earl ier in Figure 1. Again, the microgravity experiment would 
help elucidate the fundamental role of gravity in triggering these severe 
segregation defects. For example, in experiments wherein the thermal (and 
hence the density) gradient is somewhat steeper, freckles were observed, 
whereas in others with a smaller thermal gradient only a pronounced 
compositional change from the top to bottom is observed: see figure 16, 
later in this paper which sumnarizes the compositional data for 
experiments in Table 2. Experiments No.  4 ,  5, and 6 are particularly 
noteworthy. 

In these tests we 
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Unique Features of the GPF-type Experiments: Comparison with DS 

In the binary Pb-15 wt% S8 alloy, solidification begins at the 
liquidus temperature (TL % 290 C).Liquid becomes enriched in Sn as 
sol idificationoproceeds and sol idification ends at the eutectic tempera- 
ture (TE = 183 C) when a fraction fE of the original liquid freezes as a 
two-phase solid. 
temperatures in this 8110~~ from approximately 290 C to 183 C y  or over an 
interval of about 100 C. Since the maximum ingot dimension, the height, 
is only about 50 to 60 mm in the GPF experiments, axial thermal gradients 
considerably less than 2 K / m m  will result in the formation of a two-phase 
region of part liquid and part solid, the so-called mushy zone, throughout 
the entire ingot. 

We define a fully developed mushy zone (FDMZ) as a mushy zone bounded 
at the top by the liquidus isotherm, TL, and at the bottom by the 
eutectic isotherm, TE. A partially developed mushy zone (PDMZ), on the 
other hand, is one that may be bounded at the top by an isotherm T < TL 
and at the bottom by an isotherm T > TE. 
completely developed in directional sol idification (DS) experiments, 
wherein the velocity of the tip isotherm, Rt, is exactly equal to the 
velocity of the eutectic isotherm, RE, both being exactly equal to the 
withdrawal speed o f  the sample, V ,  Figure 2. 
temperature Tt in a DS experiment is always less than the liquidus temper- 
ature TL. The dendrite tip undercooling 

txperiments 

Thus, solidification occurs overOa very wade range o f  

The mushy zone is almost always 

In principle, the tip 

- Tt AT = TL 

is a function of the growth 

and the externally imposed thermal gradient G , but is negligibly small 
compared to the freezing range of the alloy* hnder most of the usual 
conditions of dendritic growth in alloys [8-101. Also, the mushy zone 
thickness, M y  remains constant in a typical DS experiment once steady- 
state conditions have been achieved. 

In the GPF-type experiments on the other hand, the mushy zone 
thickness, M y  is never constant, but changes slowly with time, depending 
on the thermal gradient and the cooling rate. These experiments are 

* The equilibrium freezing range ATo = TL - Ts is often used in the 
theory of dendritic sol idif ication in a1 1 oys as the reference temper- 
ature for non-dimension1 ization [9-121. 
usual conditions of dendritic growth, typically only about 0.001 or 
less. The quantity TL - TE is the non-equilibrium freezing range. 
Non-equil ibrium conditions prevail during most comnon experimental 
conditions because of relatively small rates o f  diffusion in the 
sol id phase compared to the 1 iquid [131. We assume compositional 
equilibrium is achieved only "locally" at the sol id-1 iquid interface. 

Thus, AT/ATo << 1 under the 
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HOT ZONE 

MUSHY ZONE 
( L I Q U I D  + 
S O L I D )  

COLD ZONE 

TEMPERATURE 

= dT l /d t  

= (IL1 = 

= COOLING RATE 

tE1)  = LOCATION 

AT LOCATION 1. (TC1) 

SOL I D l F l C A T l  ON 
TIME AT 1 

T I E  I - 
t i  = TOTAL SOLIDIF ICATION TIME FOR SAMPLE 

TC 1 6 

MUSHY ZONE THICKNESS M. 
TWO-PHASE REGION. VARIES 
WITH TIME t 

M CAN BE $ONTROLLED BY 
ADJUSTING E. GL 

,/-EUTECTIC 
ISOTHERM 

T I P  ISOTHERM 7 
( T t  5 TL) \ 

I I 

r T l P  ISOTHERM (T1=TL) 
A T I = O  

LIQUID 
r L O C A T I O N  1 

‘E2 

‘E1 

T I M E  I .  

MUSHY ZONE THICKNESS REMAINS 
CONSTANT. DURING STEADY-STATE 

CD-87-24847 

Fig. 2 : Comparison o f  mushy zone character in GPF-type experiment 
and directional solidification (DS)  experiments. 
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TEMPERATURE, 
O C  

- 
.' - 

- 

-LIQUID 

LIQUID + SOLID 
MUSHY ZONE 

Fig. 3 : Typical temperature-time plot for slowly cooled sample in single- 
cavity GPF simulator; LeRC 002, Table 1. 
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12 

BOTTOM 
D I STANCE, 0 

nn 

60 

40 

20 

DOTTOM 

GL = 0.07 K/HM - 1  i = 0.003 K/SEC 

SOL 1 D 

I 
80 160 240 '320 400 480 560 640 720 

CWRU TESTS: ASPECT RATIO OF SAMPLE SIMILAR TO GPF 

!L = 2.23 K/M 
E = 0.009 K/SEC 

ISOTHERM (183 OC) 

0 40 80 ,120 160 200 240 280 320 360 
TIME, M I N  

CD-87-24844 

Fig. 4 : Comparison of evolution o f  mushy zone (two-phase, liquid plus 
solid, region) in MSFC and CWRU experiments. 

435 



therefore uniquely suited to investigate the influence of gravity-driven 
fl uid-fl ow effects on macro- and microsegregation during dendritic 
solidification. 
various bounding temperatures at the top and the bottom, see also Figure 5. 
The DS experiments do not allow such a flexibility. 

at various locations in one of the MSFC tests. 
information differently. 
isotherm, say the eutectic or liquidus isotherm, in the sample as a 
function of time. 
(the dendritic network of sol id has no particular directional ity because 
of the nearly isothermal conditions prevail ing, see microstructure of a 
partially quenched sample in Figure 1la)with a fully liquid zone above the 
mushy zone in the early stages of the experiment. The thickness of the 
mushy zone increases gradually with time, during the first 90 minutes or 
so, until the entire sample becomes liquid plus solid. This sequence of 
events is shown schematically in Figure 5. The sample remains part liquid 
plus solid during the greater part of the experiment, with the temperature 
decreasing slowly with time, and is abruptly frozen when the eutectic 
isotherm sweeps through the ingot. 
assume that the liquidus isotherm of the original alloy demarcates the 
fully liquid region from the liquid plus solid region, i.e., we have 
implicity assumed that the bulk liquid composition remains unchanged and 
is always equal to the initial alloy composition of Co = 15 wt% Sn. 
This is a questionable assumption,-particularly because of the 
compositional changes occurring in the interdendritic 1 iquid due to 
enrichment of Sn during the course of the experiment, and the attendant 
change in the bulk liquid if there is significant fluid motion. 
spatial and temporal variation of the liquid composition is, however, 
unknown apriori without further detailed calculations and the above 
approximation is still a useful one to delineate the various phase regions. 

tests, those with thermal gradients much less than 2 K / m m ,  the 
significance o f  which has been discussed earlier. Some of the CWRU tests, 
however, yielded a sl ightly different sequence because of the steeper 
thermal gradients employed. Figures 4b and 6 illustrate, for example, the 
thermal conditions which lead to the "freckle" noted in Figure 1. In this 
case, the mushy zone never penetrates the sample completely. A completely 
solid layer is formed at an early stage in the experiment. 
density gradients in this case are much greater in the corresponding MSFC 
tests. 
MSFC and CWRU tests. 

Moreover, both FDMZ's and PDMZ's can be created, with 

Figure 3 plots the experimentally determined temperature-time profile 
Figure 4 re-plots the same 

Here we imagine tracking the position of a given 

Note that the ingot is partially solid i.e., mushy, 

In the calculations in Figure 4, we 

The 

A similar solidification sequence was observed in some of the CWRU 

However, 

Figures 4 through 6 compares the solidification sequence in the 

In summary, the GPF-type experiments of the type being planned for 
the proposed and approved space shuttle experiments offer a number of 
unique and innovative opportunities to critically examine the role of 
gravity-driven fluid flow effects. 

Characterization of Macro- and Microsegregation 

The volume element is fixed in space and the dimensions of the element are 
supposed to be appropriate to the size scale of the dendrites growing in 
the melt and the local dendrite arm spacings. At time t < 0 the element 
is fully liquid. The temperature T > TL and the liquid composition within 

Consider a small volume element within a freezing alloy, Figure 7. 
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1 I 

0 SEQUENCE A 
SEQUENCE B 

q 
I l l  

SHALLOW AXIAL THERMAL GRADIENT 
STEEPER AXIAL THERMAL GRADIENT 

SEQUENCE A 

TESTS I N  MSFC 

SIMULATOR FOR 
APPROVED F L I G H T  
EXPERIMENT 

SINGLE-CAVITY 

G V 

SEQUENCE B 
C W U  GROUND- 
BASE EXPERI -  
MENTS PROPOSED 
F L I G H T  EXPER I - 
MENTS 

CD-87-24846 

Fig. 5 : Schematic illustration of sequence of solidification in GPF- 
type experiments. Fully developed mushy zone (FDMZ) is seen 
in sequence B, stage 111. The mushy zone is partially developed 
in all other stages. 

380 L 

I \ \  
TEMPERATURE, 

O C  

TIME, min 
C D - 8 6 - 2 0 0 0 4  

Fig. 6 : Temperature-time plot for slowly cooled sample in one of the. 
CWRU experiments leading to the freckle illustrated in fig. 1. 
The axial thermal gradient is steeper than in the MSFC tests. 
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K = PERMEABILITY 
OF INTER- 
DENTRITIC 
MESH 

- 
V = FLUID FLOW 

VELOCITY 

SOLUTE 
ENRICHED 
LIQUID- K 

- (Vp + PLS) 
flgL 

EARLY STAGES LATER STAGES DARCY'S LAW 

HIGH RAG PICTURE OF FULLY DEVELOPED DENDRITE 

DENDRITE TIPS AND ROOTS ARE NOT SEEN: OUTSIDE OF 

Ps z PL 

SETTLING OR FLOATING OF DENDRITES 
VOLURE ELEHENT 

Fig. 7 : Schematic illustration of small volume element undergoing solid- 
fication in an ingot. 

- 

i 
X X, X EUTECTIC 

c 
(CEafE) 

0 RELATIVELY LOW MAG PICTURE, ENTIRE DENDRITE SEEN 
0 L IQUID COMPOSITION INCREASING FROFl TIPS TO ROOTS 

X XE X 

AP 0 DISTANCE- 

COMPOSITION PROFILE ALONG X-X AT THE 
- END OF SOLlDIFlCATlON 

Fig. 8 : Nicrosegregation, i .e. compositional change, between the center- 
line of two individual dendrites. 
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the element is assumed to be uniform and equal to Co. 
temperature T has dropped to T and the dendritic array begins to sweep 
through the element. The first solid (dendrite tip) to form has a 
composition kCt. Here Tt is the dendrite tip temperature and Ct is the 
liquid composition in equilibrium with the tips: Ts < Tt < TL and 
Co < Ct < Co/k. The exact values of Ct and Tt depend on the dendrite tip 
growth rate Rt, the thermal gradient GL in the liquid and the alloy 
composition [9-121. 
element decreases and correspondingly the 1 iquid composition increases 
(k < 1). 
when the liquid fraction remaining in the element is fL. 
situation depicted in Figure 7 .  

At t = 0 the 

As sol idification proceeds fraction 1 iquid within the 

Let CL be the liquid composition within the element at time t 
This is the 

When the liquid composition within the element has increased to CE, 
the eutectic composition , two-phase or eutectic sol idification begins. 
Let Ca denote the average composition of the dendritic solid within the 
element at this time, Figure 8, and let fE denote the fraction of liquid 
remaining in the element just prior to the beginning of eutectic solidifi- 
cation. 
fE freezes at the eutectic temperature, TE. 

value between kCt and kCEy but must obviously be less than Coy Figure 8. 
Let Cas denote the average composition of the two-phase or eutectic solid 
formed within the element, and, cs the average composition of the finally 
solidified alloy, i.e., the average composition of the dendrite plus 
average composition of the two-phase sol id: 

The volume element is completely frozen when the fraction liquid 

The average composition o f  the dendrite, cay will be some unknown 

€s = ca fa + fE (1) - 
where fa = 1 - fE' 
RE, and the thermal gradient. 
1 iquid i s  isothermal [141, i.e. , when GL/RE is very small. 
high values of GL/RE. 

the values of Ea. CaB and fa or fE in Equation (1) above. 
cally rigorous calculation, which also allows for fluid-flow effects, is 
admittedly very difficult to perform. A simple model , based on the work 
of Flemings, Hunt, and co-workers has recently been proposed by the author 
C151. This is discussed later. Equation 1 may however be used to define 
quantitatively the basic notions of macro- and microsegregation. 

In general , the average composition o f  the final solid formed within 
the volume element of Figure 7 may be greater than, equal to or less than 
the initial alloy composition Co. 
Co, we say that there is NO macrosegregation within this element. If the 
same situation exists within every single random volume element in the 

Cas depends on the growth rate of the eutectic front, - 
CaB = CE only in the ideal case when the - 

CaB -+ Co for 
The task at hand is now to calculate theoretically 

A mathemati- 

If, perchance, C s  is exactly equal to 
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casting or i n g o t *  i t  i s  easy t o  visual ize  tha t  there  will be no 
"macroscale" variations i n  the average compositfon of the solid as we 
sample various portions of the ingot. The e n t i r e  ingot will appear t o  be 
homogeneous i n  composition. 

We may verify t h i s  f o r  example by measuring the chemical composition 
by atomic absorption spectrometry, X-ray analysis ,  or wet chemistry t e s t s ,  
by taking smal 1 random d r i l l  ings from various 1 ocations. 
measurements are reported l a t e r .  Or we may measure composition variations 
non-destructively by traversing a rather coarse or diffuse electron beam 
across various regions. 
measure of the various i n  the average composition of the final sol id .  
This offers  another convenient non-destructive method of quantifying 
macrosegregation i n  the sample. 
these various techniques i s  presented i n  Figure 9.  

Such chemical 

The fraction eutect ic  f E  may also be used as a 

A comparison of the resu l t s  obtained from 

Note t h a t  even i f  Cs = C o y  there  are  s t i l l  compositional var ia t ions 
b u t  these are  s t r i c t l y  on a "microscopic" scale  - the scale of the 
dendrite arm spacings. This i s  microsegregation, Figure 8. These 
microscopic variations can be detected by traversing small regions of the 
sample w i t h  a f inely focused electron beam (microprobe analysis) .  
we should be able t o  show t h a t  the average composition between any two 
dendrites or a g roup  of dendrites i s  exactly equal t o  C o y  IF there  i s  NO 
macrosegregation. Unfortunately, electron microprcbe analysis do  n o t  
yield accurate quant i ta t ive measurements o f  al loy composition; only 
re1 a t ive  variations can be detected. 

Ideal ly  

How do  we ensure conservation of solute  i f  cs w i t h i n  a random volume 
element i s  greater  than or equal t o  C ? This i s  simply a matter of f a i t h .  
There have been no analytical  calculat ions,  or numerical models , reported 
i n  the 1 i t e r a t u r e  which rigorously demonstrate global conservation of 
solute  a f t e r  duly accounting for  ALL important e f f e c t s ,  i n  par t icular  
fluid-flow ef fec ts .  We-simply ASSUME solute  conservation: i . e .  , regions 
i n  the cast ing wherein C s  > Co are  exactly matched by regions wherein 
Cs < Co.  
when f lu id  flow ef fec ts  are  included, rs i s  equal t o  Co only i n  the 
special case when k = 1 [151. 

- 
I t  i s  easy t o  demonstrate, w i t h  some useful s implif icat ions,  tha t  

(1-k) where k '  = 1 - 
( 1  - B  1 (1+5 1 

( 2 )  

( 3 )  

E =  v .  A T / €  i s  the f lu id  flow parameter, assumed t o  be constant t h r o u g h o u t  
so l id i f ica t ion .  
the thermal gradient and E i s  the cooling r a t e .  
eutect ic  i n  the element. 
derived i n  reference 15. For 
indicate t h a t  Cs i s  always equal t o  C o y  t h a t  there  i s  NO macrosegregation 
and ONLY microsegregation w i t h i n  the volume element of Figure 7 .  

v i s  the  f luid flow velocity w i t h i n  the element, V T  i s  
gE is  the volume fract ion 

gE = f E  i f  8 = 0. Equations ( 2 )  and ( 3 )  are  
= 0 and B = 0 ,  equations ( 2 )  and ( 3 )  

* The casting may also be a "microcasting" such as a rapidly so l id i f ied  
powder par t ic le  or melt spun r ibbon  C151. 
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Thus, fluid flow and shrinkage effects are the underlying cause o f  
macrosegregation in terrestrial sol idification processes. Carefully 
control 1 ed microgravity experiments would he1 p verify the simp1 e 
analytical calculation presented here. This must of course be coupled 
with a more rigorous numerical calculation. 
simply is the evaluation of the spatial and temporal variation of the 
fluid flow parameter or the "effective: partition ratio, k' as defined 
by Equation ( 3 ) .  
simply speaking, from the spatial variation of k' during solidification. 

quantified by detailed measurements of ca, F S ,  fa, or fE' Other related 
morpho1 ogical characteristics of interest are i) the tip composition, Ct 
or kCt, i.e., the composition at the centerline of the dendrite in the 
finally solidified alloy, i i )  the primary and secondary dendrite arm . 
spacings, A and hs respectively, ii i )  the cell or dendrite length, i.e., 
the mushy zone thickness, M. Variation in dendrite arm spacings in the 
ingot are of particular interest since this suggests variation in the 
permeability of the dendritic network to fluid flow during solidification. 
A careful measurement of dendrite arm spacings in 1-g control tests is 
also important because dendrite arm spacings in reduced gravity ex eriments 
have often been reported to be higher than in the 1-g experiments F16-191. 

The crux.of the matter quite 

Spatial variations of Cs in the final ingot arise, 

To sumnarize, macro- and microsegr_egation in an alloy may be 

P 

Experimental Results 

The isothermally processed samples from the MSFC tests and the 
samples processed at CWRU have all been subjected to a rigorous regimen of 
post-mortem metal1 ographic analyses, Figure 10. 
microstructural characterization, viz. primary and secondary dendrite arm 
spacing measurements using optical metallography techniques , quantimet 
measurements of area fraction eutectic (two-phase material 1 in the sample, 
microprobe measurements to del ineate microsegregation across individual 
dendrites, and a coarse beam raster to arrive at a qualitative measure of 
macrosegregation. Finally, a more detailed macrosegregation characteriza- 
tion was performed by actual chemical composition measurements of small 
drill ings from various random locations. 
measurements have been kept to a minimum. Indeed, one of our objectives 
in this program has been to establish that non-destructive techniques such 
as fraction eutectic measurements with a quantimet offer a very reliable 
a1 ternative. 

These include detailed 

Such destructive chemical 

The quantimet provides very accurate measurements of the area 
fractions of the dendrite and eutectic phases at any given location. 
accuracy of the quantimet measurements depends on the ability of this 
instrument to detect various shades of grey. In a carefully prepared 
sample, the dendrite and eutectic phases etch differently; the dendrite 
phase often appears much much darker than the eutectic phase. Figure 11 
illustrates a typical microstructure, or image field, used in the 
quantimet measurements. Each image field is a rectangular box approxi- 
mately 650 microns by 400 microns. Typically about 800 such image field 
measurements can be obtained in a single transverse cross-section of the 
sample. The average of these 800 or so quantimet measurements gives the 
area fraction eutectic at say a given distance from the bottom of the ingot. 

The 
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Fig. lla : Low magnification photomicrographs illustrat 
in a partially frozen and quenched sample of 

ng dendritic growth 
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Fig. llb : Image field for fraction eutectic measurement and a higher magni- 
fication picture of dendrite and eutectic regions. Note the sharp 
boundary between the dendrite and eutectic regions. A1 so indicated 
is the microsegregation profile across the dendrite region. 
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(The full circular cross-section yields about 800 or more measurements, 
the semi-circular sections yield up to 450 measurements, a complete 
1 ongitudinal cross-section yields over 1250 measurements). 

Figure 12 provides an example of our fraction eutectic measurements 
for one of the MSFC test samples. Each data point here (solid dots) 
represents an average of about 50 measurements made in a longitudinal 
cross-section. This thus gives us a radially averaged measurement. The 
large open circles here are measurements made in a transverse (semi- 
circular) cross-section. 
average of about 450 measurements, which accounts for both radial and 
circumferential variations at that height. Both sets of measurements 
indicate the same trend: the fraction eutectic increases gradually from 
the bottom to the top of the ingot. This suggests an enrichment of the 
remanent liquid with Sn and a gradual floating of the lighter Sn-enriched 
liquid to the top of the ingot during the unusually long solidification 
time (640 minutes or about 11 hours) experienced by this slowly cooled 
ingot. 
Figure 12b. 

In some of these tests solidification was interrupted by rapidly quenching 
the sample prior to complete solidification. 
measurements give the fraction of liquid remaining in the sample at 
various locations just prior to the initiation of the quench. 
quenched liquid has a very fine structure and again etches differently in 
a carefully prepared sampl e. 

distances from the ingot bottom; i.e., the variation in fraction eutectic 
with distance measured from the axis of the ingot. 
plotting here the measurements taken in the longitudinal cross-section of 
Figure 12. Each data point in Figure 14 represents the very "local" 
measurement, at that point. Note that radial variations of fraction 
eutectic are quite small near the bottom of the ingot, but large radial 
variations are observed in the top half of the ingot. 
segregation pattern is somewhat reminiscent o f  the segregation profiles 
observed in many earth-growth semi-conductor crystal s (PbSnTe, HgCdTe , 
Ga-doped Ge, for example) wherein the solidification morphology is much 
more simple E231 - a planar interface as opposed t o  the intricate 
dendritic pattern here. 

Each one of these open circles now represents an 

This is also confirmed by the coarse beam microprobe measurements, 

Figure 13 summarizes the results obtained from the various MSFC tests. 

In this case the quantimet 

The 

Figure 14 plots the radial segregation pattern at various fixed 

We are simply re- 

This radial 

Figure 15 summarizes our secondary dendrite arm spacing measurements. 
The numbers within the parenthesis represent the number of measurements 
taken in each o f  the samples to arrive at the average value reported here. 
Figure 16 is an example of the composition measurements in the CWRU tests. 
A more detailed report of the MSFC and CWRU test results is under 
preparation [20, 211. 

Modeling of Segregation Behavior 

In this section some prel iminary semi-analytical calculations are 
described which were aimed at pinpointing some o f  the important elements 
of a satisfactory theoretical model for segregation behavior. A full 
numerical simulation, which includes fluid-flow effects, is also being 
developed to describe more completely the rather complex and interesting 
radial and longitudinal segregation pattern observed in the isothermally 
processed sampl es. 
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The analytical calculation is simply aimed at determining the maximum 
amount of eutectic that would be formed in the sample, within a random 
volume element such as considered in Figure 7. 
fluid-flow effects as a first step, i.e., the fluid-flow parameter is 
taken to be small compared to unity and we set B = 0. The differential 
solute balance (see Table 3 )  may be readily integrated with these 
approximations if we also assume the partition ratio k to be constant. 
The integrated result is actually the same as the familiar Scheil equation 
[22]. However, in this case, the Scheil equation gives the "local" 
variation in composition within a small volume element, rather than the 
variation of composition from one end of the ingot to the other, as in 
semiconductor crystal growth [23, 241. ( I n  electronic crystal growth 
applications, the solid morphology is planar and the entire ingot is taken 
as the volume element in the differential balance; see also Flemings in 
reference 25. Here the volume element for the differential solute balance 
is of the order of the dendrite arm spacings). For the Pb-15 wt% Sn alloy 
with k = 0.31, this yields a fraction eutectic of about 12.8%. This is 
much higher than the maximum, radially averaged, value determined in these 
experiments and is represented by the horizontal line in Figure 17. 

We completely neglect 

The partion ratio k is however not a constant and varies from about 
0.50 close to the liquidus temperature to about 0.31 close to the eutectic 
temperature. 
integration of the Scheil balance yields a much lower fraction eutectic , 
8 .8  % compared to 12.8% with constant k. 

Allowing for a varying k and performing a numerical 

Next we allowed for some diffusion of the rejected solute into the 
solid, i.e., we consider a two-sided model for segregation. Two such 
models were proposed by Brody and Flemings [261 and this was subsequently 
modified by Clyne and Kurz [271. 
sol id is characterized by the dimensionless parameter a = Dstfhs , where 
DS is the diffusion coefficient of Sn in the solid and tf is the ''local" 
solidification time. Clyne and Kurz defined another dimensionless para- 
meter a' which is a function of a. 
significant contribution from diffusion in the sol id. 
into the solid will increase the average solute content of the dendrite 
(Cor) and hence reduce the amount of eutectic formed. 
numerical integration of the differential solute balance and a1 lowed for 
i) varying k with temperature and composition, ii) variation in dendrite 
arm spacing with during solidification, which we deduced from our . 

interrupted quench tests, Figure 15, i i i )  variation in diffusion co- 
efficient temperature. The results of these calculations are shown in 
Figures 17 and 18. 
8.2% which is much closer to the maximum value (radially averaged) of 
about 6% in our experiments. 

the important ingredients of a more complete analysis which must 
necessarily include fl uid-fl ow effects. 
able to re-capture the details of both the longitudinal and radial 
segregation pattern reported here. 

"Back-diffusion" or diffusion i? the 

A large value of a or a' implies a 
Diffusion of solute 

We again performed a 

The maximum value of fE predicted is now only about 

Again, these prel iminary semi-analytical calculations only point out 

Only such a calculation will be 
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Future P1 ans: Sumnary and Conclusions 

1. A rather intricate longitudinal and radial segregation pattern has 
been observed in the isothermal 1 y processed sampl es. 
suggest significant gravity-driven fl uid-fl ow effects. 
experiment should indicate a much less pronounced variation of fraction 
eutectic. 
microgravity results is being planned. 

2. 
rigorous regimen of detailed post-mortem metal 1 ographic analyses. 
thousand measurements per sample have a1 ready been performed (more are 
under way), and several important morpho1 ogical detail s have been measured. 
In particular the detailed characterization of the primary and dendrite 
arm spacings in the samples is a pre-requisite to satisfactory numerical 
model ing of fl uid-fl ow effects. These measurements were a1 so carried out 
in anticipation of reportedly larger values of the dendrite arm spacings 
in other reduced gravity experiments, particularly those performed in the 
KC-135 fl ights, compared to the corresponding 1-g spacings. 

3. Thermal conditions to be employed for the microgravity experiment 
have been shown to be reproducible in several repeat tests (12 to date). 
The majority of these tests were conducted with the axis of the sample 
oriented in the direction of the gravity vector. The single-cavity 
simulator of the GPF at MSFC is mounted on trunions and allows for many 
different orientations. It would be extremely desirable to perform 
additional tests in the single-cavity simulator with at least 3 or 4 
different angular orientations with respect to gravity vector; 30, 45 ,  90, 
180. These tests were intentionally deferred thus far since our goal was 
to first develop a satisfactory engineering design of the spring-1 oaded 
specimen cartridge. The additional tests mentioned here would indicate 
the role of gravitational convection in establ ishing the (very reproduc- 
ible) thermal profiles obtained thus far in the MSFC experiments. The 
final programming of the GPF for the microgravity experiment must take 
into account the outcome of these additional tests. (The springs loaded 
plunger has been included to eliminate the complicating effects of 
Marangoni convection associated with a free 1 iquid/gas interface). 

4.  
variety of experiments that could be gainfully performed in follow-up 
shuttle experiments. These follow-up experiments should be performed 
without the isothermal constraints o f  the first experiment, in the GPF, 
or other suitably modified shuttle hardware: for example, the Automatic 
Advanced Directional Sol idification Furnace (AADSF) with a stationary 
sample of appropriate aspect ratio, or even the Isothermal Dendrite Growth 
Apparatus (IDGA). 
devel opment. 

5. 
experiments in this series have been planned in a manner that would allow 
both a more fundamental understanding of the role of gravity during 
solidification as well as yield information of great value from an 
engineering standpoint. 

These resul ts 
The microgravity 

A numerical simulation of the 1-g data and the anticipated 

The isothermally processed MSFC samples have been subjected to a 
Several 

Ground-based results already in hand (CWRU tests) indicate a rich 

Both pieces of hardware are currently under 

Finally, the currently approved and other proposed shuttle 
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NOMENCLATURE 

R 

T L  

TS 

Tt 

cO 

AT 

A c  

GC 

Gi 

Dendrite t i p  growth ra te  x Solutal lambda, Zener number, 
Liquidus temperature, a l loy melt n0/2p 

Sol i d u s  temperature 

Dendrite t i p  temperature 

X=1$2p, " P o i n t "  e f f e c t  from Ivantsov 
1 = 1 / 1 6 ,  'I Poi n t 'I e f f e c t  from genera 1 i zed 

Zener 
Tip "undercoolingn, (TL - T t )  s Chalmers number, DLGL/RaTo; 

I n i t i a l  a l loy  composition DLGi  /RAT, 
Liquid composition a t  t i p  ' q Dimensionless parameter 

L i q u i d  composition a t  t i p ,  
isothermal case 

- DLGcI/RhC0 

fEYgE Fraction eu tec t ic  o r  two phase 
Solute buildup a t  t i p ,  ( C t  - co) 5 Fluid Flow parameter 
Concentration gradient a t  t i p ,  k' Effective Darti t ion r a t i o  
non-i sothermal case 
Interdendri t i  c thermal gradient,  'S 
i n  l iquid 

Average composition of sol i d  
when gs = 1 

G L  Thermal gradient i n  l iqu id ,  a t  -d a Average cornposition of dendrite 

G c I  Concentration gradient i n  in ter-  

mL Slope of equilibrium liquidus Xs Secondary dendrite arm spacing 

k 

C E  Eutectic composition 

X Primary dendrite arm spacing 

t i p  

dendri t ic  l iquid P 

l i n e  
Part i t ion r a t i o ,  assumed con- 
s tan t .  May or  may not be 
equi 1 i brium value. 
Solute buildup f o r  plane f ront ,  
steady s t a t e :  Co(l-k)/k 

face,  steady-state,  (TL-T,) = 
- l"lLACo diffusion i n  so l id .  

M Mushy zone thickness 
cs * Solid composition at interface 

ct Liquid composition, a t  interface 
psE Density o f  two-ohase, eu tec t ic  AC, 

 AT^ Undercooling a t  planar inter- B , BE Fractional density change 
sol i d  

a ,  a -  Dimensionless grouvs, determine 

DL Diffusivity of solute i n  l iquid 

R Supersaturation a t  t i p ,  non- 

no Supersaturation a t  t i p ,  iso- 
isothermal case , A C / C t (  1-k) 

thermal case, a O / ~ O  ( 1 - k )  = 

2ph i n  general 
D t  

AC/AC, Dimensionless solute buildup 
a t  t i p  

P Solute Peclet number, Rrt/2DL 

rt T i p  radius of dendrite 

$ Ivantsov function, solute  case, 

pePE1 ( P I  
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